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zHEJIANG DEsHENGLONG CURTAlN Co,LTD

JlANGNAN GAOXIN INDUsTRIAL zONE,LANX丨 ClTY,zHEJlANG,CH丨 NA.zIP CODE∶ 321100

The fo丨 bwing samp丨 e(s)was/were submi仗 ed and iden刂 Ⅱed on behaf ofthe dients as∶ cOATED ALUMINUM

sLAT

SGS Job No. :

Date of Sample Received :

Testing Period :

Test Requested :

Test Method :

Test Results :

NBlN1908009185PC-NB

14Aug2019

14Aug2019ˉ 20Aug2019
se|ected test(s)as requested by cⅡ ent.

P|ease referto next page(s).

Please referto next pagelsl,

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch

拣 b》
lris Xiao
Approved Signatory

I, without prior written approval of the Company. Any unauthorized alteration, forqerv or falsification of the content or
of this document is unlawful and offenders mby tie prcisecuted to the fullest extent oT ttr-e law. Unless otheruise stated the
n in this test reDort refer onlv to ths samole(s) tested .

appearance oT Inls oocumenl rs untawlut and onenoers m
results shown in this test report refer only to ths sample(s)
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Test Report

Test Resuks∶

Test Part DescHD刂 on∶

specimen No.   sGs sampIe丨 D

sN1     NGB19-040893,001

Test ltem(s)

Soluble Chromium (Vl) (Cr Vl)

Soluble Lead (Pb)

Soluble Antimony (Sb)

Soluble Arsenic (As)

Soluble Barium (Ba)

Soluble Cadmium (Cd)

Soluble Mercury (Hg)

Soluble Selenium (Se)

Soluble Chromium (lll) (Cr lll)
Soluble Boron (B)

Soluble Cobalt (Co)

Soluble Manganese (Mn)

Soluble Strontium (Sr)

Soluble Zinc (Zn)

Soluble Copper (Cu)

Soluble Aluminum (Al)

Soluble Nickel (Ni)

Soluble Tin (Sn)

Soluble Organic Tin*

Notes :
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Descoption

SILVERY METAL sUBsTRATE PART VⅥ TH\″HITE COATlNG

Remarks∶

(1)1mg/kg〓 0.ooo1%

(2)MDL〓 Method Detecuon LimⅡ

(3)ND〓 N。t Detected((MDL)

(4)"ˉ"〓 N°t Regulated

Directive2009僻 B/EC and Ⅱs amendment COunciI Directiˇ e(EU)201T/738,COmm⒗ sion DirecJˇe fEU)
201g/725-EN71ˉ ⒊2019-M洄 raⅡon of certain elements(Cate¤ orv Ⅱl∶ foΓ scraoDedˉ o彳 tov mateHaD

Test Method∶  WⅡ h reference to EN71-3∶ 2019,analysis was performed by丨 CPˉoES,IC-UV.

LimⅡ   Un"

0.053   mg/kg

23    mg/kg

560    mg/kg

47    mg/kg

18750   mg/kg

17     mg/kg

94    mg/kg

460    mg/kg

460    mg/kg

15000   mg/kg

130    mg/kg

15000   mg/kg

56000   mg/kg

46000   mg/kg

7700   mg/kg

70000   mg/kg

930    mg/kg

180000  mg/kg

12     mg/kg

MDL  四
o,01    ND

5    ND

10    ND

10    ND

50    ND

5    ND

10    ND

10    ND

5    ND

50    ND

10    ND

50    ND

50    ND

50    ND

50    ND

50     614

10    ND

3    ND

 ̄    ND

(1) *Confirmation test of soluble organic tin is not required in case of soluble tin, after conversion, does
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not exceed the soluble organic tin requirement as specified in EN 71-3:2019.

Sample photo:

NGB19ˉ040893,001

SGS authenticate the photo on original report only

*** End of Report "**
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